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GUANGDONG TIANAN INTEGRATED DECORATION TECHNOLOGY CO., LTD.
F3, BUILDING T11, ZHIHUIXINCHENG, JIHUA NO.1 ROAD, CHANCHENG DISTRICT,
FOSHAN CITY, GUANGDONG PROVINCE.

Sample Description : DIATOM TECHNOLOGY BOARD
Item No. : 9mm*600mm*2600mm

As above test item and its relevant information regarding to the submission are provided and confirmed by the
applicant. SGS is not liable to either the test item or its relevant information, in terms of the accuracy, suitability,
reliability or/and integrity accordingly.

Chinese Version Report No. : SDHL2404007595HI

Sample Receiving Date : Apr 30, 2024

Test Performing Date : Apr 30, 2024 to May 10, 2024

Test Performed : Selected test(s) as requested by applicant

Test Result Summary

No. Test(s) Requested Result(s) Comments
1 | GBIT 24137-2009- Soluble heavy metal Pass /
For further details, please refer to the following page(s)

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Shunde Branch

e

Peter Zhao
Authorized Signatory
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Test Result(s):

Test Part Description:

SN ID Sample No. SGS Sample ID Description
SN1 A1 CAN24-0088743-0001.C001 Gray solid material
Remarks:

(1) 1 mg/kg = 1 ppm = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected (< MDL)
(4) “-” = Not Regulated

GBI/T 24137-2009- Soluble heavy metal

Test Method:  With reference to GB 18584-2001 clause 5.2, analysis was performed by Atomic
absorption spectrum.

Test ltem(s) Limit Unit(s) MDL Al
Soluble Lead(Pb) 90 mg/kg 5 ND
Soluble Cadmium(Cd) 75 mg/kg 5 ND
Soluble Chromium(Cr) 60 mg/kg 5 ND
Soluble Mercury(Hg) 60 mg/kg 5 ND
Conclusion Pass

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.
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Photo Appendix:

Remark: This test was subcontracted to SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch.

“*End of Report***

Unlass otherwise agreed in writing, this unnumnnl is issued W HI!: cempmy aub]m to its General Conditions of Service printed overleaf,
sualllble on requsll or accessible at hilp m rms-8 itions. Attention I:s drawn to the limitation of liability,
and Ji issuss dofined lhmln ery noawot lhla dwmnlia dvised that inf tained hereon reflocts
the Company’s findin gs at tha time of its intervention only and within the limits of Cllent's instructions, if any. The Company's sole
responsibiiity is to its Client and this document does not axonerate parties to a transaction from exercising ail their rights and obligations
under the transaction documents. ‘I'hla dn-c:umunlnmnnt be reproduced except in full, without prior written approval of the Company. Any
unauthorized alteration, fargery or f of or appearance of this document is unlawful and offenders may be prosecuted
to the fullest extent of the law. Unless otherwise ulalnd the results shown in this test report refer only to the sample(s) tested and such
sampla{s) are retalned for 30 days only.
Attention: Te check the authenticity of testing
or amail: CN.Docchecki@isgs.com

1-2F, Buling , European ndusial Par, Mo 1, S South Rad, Wusha, Dk, Shends Disri,Foshan, Gusngdong, China 528300 1 (B6-757)22805888 www.5gsgroup.com.cn
HE-F RUSHEEAREENPA LY EEERBRAMNARERATLE -3 RUE. CE H: 520300 1 (86-757)22805888 sgs china@sgs.com
]

finspoction report & certificate, please contact us atl telophone: (86-755) 8307 1443,

Member of the SGS Group (SGS SA)



